
6"

B
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Concrete shall have a minimum breaking strength of 4,000 psi after 28 days.
Finish with broom and edge all joints.
If curbing is being removed to install a driveway and the gutter should become separated from the 
driving surface in excess of 1/16-inch, then the gutter shall also be removed and replaced.  
Curb joint shall be a troweled joint with a minimum 1/2-inch radius along back of curb.
Expansion joints shall be 1/2-inch pre-molded asphalt impregnated material, cedar or approved 
equal extending from top of base to finished grade.
Weepholes shall not be placed in wing.
Slope of the driveway may be away from the curb when preapproved by City Engineer.
Refer to Beaverton Development Code for additional driveway requirements.
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